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Concrete Design Mix 
 
 
Aristone® Designs concrete mix consists of the following 
percentages: 
 

44%  Coarse Aggregate 
33%  Fine Aggregate 
16%  Portland Cement 

 7% Potable Water 
 
Coarse Aggregates shall conform to the requirements of 
ASTM C-33  
 
Fine Aggregates shall confirm to the requirements of ASTM 
C-33 
 
Gray Cement shall conform to the requirements of ASTM C-
150 
 
White Cement shall conform to the requirements of ASTM C-
150 
 
Aristone® Designs production of architectural precast concrete 
units shall comply with the provisions of Precast Concrete 
Institute (PCI) MNL 117, “Manual for Quality Control for 
Production of Architectural Precast Concrete Products” 


